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.0 2.0 | i+ ek casing, no sample recovery.
- 0 15.C 1 Lt. gray, fine grained sandstrge., gome
L I}ractures are filled w/ limonite staining
|moderately fractured.
hs0 |24, | | | Ly . .
| . shale. At 17.0' bedding dip 85°S.
24.5 [36.6 | ] " As above, moderately fractured, occasion
i _ i h lens of black shale., Bedding dip 8508.
1 _ j_ ’ }?]icken side 30,5 minor movement slong
_ ~edding.
136.6 |46.8 .. above, bedding dip 89°Ns
146.8 $7.6 L QZtnology as above, no limon.te stmining
n fractures, Bedding dip 85°N. at 48.5'
Ve competent sandstone several pieces
i of _L_j e loqg. )
-7.6 (68,0 —| Sendst -:bo-_ numerous w.3sps of
)  hele & &=, I« iing dip 83°N. at 59,
68.0 |78.9 | v*, gray .o st , “ery ompetent.
1%.9 |91.8 _ o sandstone aé_;gove, v -ighly b~ _ken 81,5-
| |9f.5 " sheared) qtz stringer =t 85,8-86 _
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Bearing: — — Incline .n: - D' 1 By:
Coordinai “th East —_— vod By: — . .
“levation: Total Depth: — —_—
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DEPTH o |sweie| SAMPLE |  ANALYSES I DESCRITIC = === = -
FROM TO  |Recovery] NumBer [INTERVAL | Sp. Gr, BaS0a

1.8 [101.0

sSenustone as above, occas onal qtz veinl

btS,.

Highly broken & fractured., Bedding dip

89°s at 97.0!'. .

"o1.0[112.0

Interbedded gray sandstone & black shale

lenses, Bedding dip at 86°N at 114.0°'.

h12.0{12: .6

Lithology as above, bedding dip at 120.0

is 88°N.

123.6]135.0

ILt, gray sandstone, occasional wigps of

black shale, Bedding dip at 130.0 is 88°N

135,0[146.4

Sandstone, very c« npetent,

146,4|157.0

Interbedded gray & black shale & gray

sendstone, b:zdding dip 88°S. at 152.0'.

157.0]167,17

| Sandstone, v ry competent, several piece

over 2,0' lo . occasional wisps of black

F

Iohale. 87°¢ .3dding dip,.

167.7[178.9

Sandstone . .7 competent.

113.9/189.1

—_—l

189.1| 20,4

U N e ﬂ_

Snndstone as iwvove, occasional wisps of

lbleck shale, 185.0=186.0 gtz stringer.

s . )
Bedding di» 182,0' is 89N,

| Interbes. .. gray sandstone & black shale

Bedding di - 75° at 200,
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Il Hole No. MH=42 —_— - -
Bearing: Inclination* ——— — «d By: _—
Coordinates: North —— . East ged By: —

Elevati, — S —_ —— * ° Depth: - - -—
| FRozE DT"T 5 im':w mi 'NSTAE“LP\',':L S:':;:LYSEBSOSOQ DESCRIPTION OF MATERIAL DRILLED
bo1,5 212.5 Dark gray sendstone, Bedding dip ~t 210.¢!
L ' is ¢ 93, scattered gtz stringers.
212,5(224.0 Dark gray sandstone. bedding dip 86°S. 215!,
ééZ.o 228,0 Dark gray to black sandstone,
28.01231.,0 FCG-9 3.0! Barite zone, low grade, anprox 10% BaS04
, gray shale host rock w/ silicous cement,
231.0(235.0 FCG-10 4,0 Barite zone, low grade, approx 20% BaS04
' scattered angular nodules of Barite.
235.0(238.6 FCG11 3.6! ’ Barite zone, med. grsde, approx 40%, very
, fine grained particles of barite.
238.,9(|242.1 ECEly 3.5 Barite zone, med grade approx 50% BaS04,
a locally has a massive anpearance w/ sca%t}red
nodules in gray shale., Beddin~ dip at 240
| is 80°S.
242,1|246.0 FCG13 3.9 Barite zone, med grade, apﬁ;ox 50% BaS04
has banded appearance w/ :1 ._.1gated ™ write
nodules oriented w/ bedd” = Bedding dip
at 244.0' is 68°S,
246,0]|249.8 FCGl4 3.8! _Barite z ne, med grade 3 .rn: 40% BaS04
[{Endom orients .on of B(.7ite "10dules,
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..l Hole No. =42 _ i
. ring: Inclination: - d By: — - -
Coordinates: North East jged By: - —_— — _— —_
Etevation: -_ ' Depth:

=R03EPTHT0 RECOVERY mi miAEMRP\;-AEL sp‘_“:;:use;.so‘ ~ DESCRIPTION OF MAERIAL _D-F_\‘ILLED

] nodules are angular in shar . Bedding di
' | at 248' is 84°S,

'49,8 |253.3 FCG15 Barite zone, med grade, ap...x 4(C, BaS04

L1 random oriented nodules in gray shsle, sil-
| icous cement '
253,31257.0 FCGld 3.7 Barite zone, low grade, approx 10% BaS04

|- |scattered barite nodules in gray & black
|—— shales.
P57.0[260.7 FCGLY 3.7 Barite zone, low, low gr~de, anprox 5%, Yery
l . very scattered barite nod. '-s,
260,7]263.6 FCG1g 2.9 Barite zone as above, =ry low grade,
| avprox 5% BasS04.
263.6[266.4 FCG1Y 2.2 Barite gone, 1w '’ 504, |
266,41268,0 Dark gray sha = . y ~ black sht eg.
I;(38.0 279.0 Interbedded gray =~  lacc ~ .les, well cehent d
Bedding dip at 270" is 8. .
279.0(283.5 Same as above, Bedding d. . 281.5 1s T8°S.
283,51284,0 Arkansas ilovi A_Iite.
Bottom fon Arkpnsas ovacu]lilt_e.
I _ -
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pace 9 or g~

© Hole No. —uu i H=42 j: - —
Bearing: Inclination: ted By: — —_
Coordinates: North East gged By: —
Elevation: + Depth: —
| ___DEPTH QR | e | SAMPLE | ANALYSES DESCRIPTION OF MATERIAL DRILLED
F ‘ROM TO RECOVERY| NUMBER | INTERVAL | Sp. Gr, BaS04
} Tro-Fari Siyrvey
| Dip | AZ + 8 Corrected
| Surfhce 45°% N 2431E
80 43°N N19E + 8 N 7E
100} 44°N assumed N 24 E
15140 43°N N 14E + 8 N 22 E
| | 200} 42% N15% + 8 N 23} B
' 284}0" 39°N N17E + 8 ¥ 25 B
— -
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T L "'IDUAL CORE ANALYSES BY INTERVAL

#5

#7

oM.

- DIAMOND

ORILL HOLLELo - P 'S

T

: SR R
Lfmx v |
. v -
. 4, 2 )
A4 2176 3, 097 85..¢
.6-2° 1 3.5 3.9 7 &~ .4~
242 .1-2¢ I 3
246-" v.8 3.8 3.6 e
- .3 3.7 .3“ .S
- 3. 34 o
el 3.7 i Y At 17.08
;o .2, 37~ ‘
"53..-264.4 0.8 _.761 0.0
4-266.4 2.0 2.~ .-
TOTDT 37, 70 !
o (" ,I 53.°




